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CERTIFIED STANDARD
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30 minutes
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International/European standard Standard

Abrasion resistance
ISO 13007 part 4.4.4 or EN 12808-2

Flexural strength under standard condition
ISO 13007 part 4-4.1.3 or EN 12808-3

Compressive strength under standard
condition
1SO 13007 part 4-4.1.4 or EN 12808-3

Shrinkage
ISO 13007 part 4-4.3 or EN 12808-4

Water absorption after 30 minutes
ISO 13007 part 4-4.2 or EN 12808-5

"weber &

<2,000 mm?® 212 mm?
>25N/mm? 477 N/mm?
>150 N/mm?  19.75 N/mm?
<30mm/m 104 mm/m
<509 2279
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