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CERTIFIED STANDARD

International/European standard Standard

Initial tensile adhesion strength

2 2
ISO 13007 part 2-4.4.4.2 or EN 1348-8.2 L0/ ool LSOl
Tensile adhesion strength after water
immersion >1.0 N/mm? 120 N/mm?

ISO 13007 part 2-4.4.4.3 or EN 1348-8.3
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